August 02, 2019

GREENBRILLIANCE RENEWABLE ENERGY LLP.
Plot No. 1408, GIDC Estate, Waghodia- 391760, Dist. Vadodara (Gujarat), India

Subject: UL Project Number 4788931585 - IEC 62716 Ammonia Corrosion Testing

Dear Ms./Mr. Dipen Patel

We hereby acknowledge receipt of samples of Poly-crystalline photovoltaic modules with details of bill of material as
stated by manufacturer and samples of model GBPLF-72-325-24 submitted by Mr. Dipen Patel for testing pursuant to the
below mentioned IEC standard partially for Ammonia Corrosion Testing with reference UL project number 4788931585.
The testing has been performed and all samples have an degradation of less than 1% after Ammonia Corrosion Testing.
The final test report have been submitted to GREENBRILLIANCE RENEWABLE ENERGY LLP with report number
4788931585 issue dated August 02, 2019.

Models Covered:

GB-PLF-72-355-24, GB-PLF-72-350-24, GB-PLF-72-345-24, GB-PLF-72-340-24, GB-PLF-72-335-24,
GB-PLF-72-330-24, GB-PLF-72-325-24, GB-PLF-72-320-24, GB-PLF-72-315-24, GB-PLF-72-310-24,
GB-PLF-72-305-24, GB-PLF-72-300-24, GB-PLF-60-290-24, GB-PLF-60-280-24, GB-PLF-60-270-24,
GB-PLF-60-265-24, GB-PLF-60-260-24, GB-PLF-60-255-24, GB-PLF-60-250-24, GB-PLF-36-175-24,
GB-PLF-36-165-24, GB-PLF-36-160-24, GB-PLF-36-155-24, GB-PLF-36-150-24 (Full cell series only).

Standard(s) reference partially:

IEC 62716 first edition: 2013-06 Photovoltaic (PV) modules — Ammonia corrosion testing,
IEC61215 second edition: 2005 -04 Crystalline silicon terrestrial photovoltaic (PV) modules — Design qualification and

type approval
IEC61730-2 first edition:2004-10 Photovoltaic (PV) module safety qualification — Part 2: Requirements for testing

Sincerely Yours BT
For UL-CCIC Company Limited A TT NG

Project Engineer

Bob Liu Signature: g){b l/l/W il ) ;

Disclaimer: Test results apply only to the sample(s) actually tested by UL-India Private Limited. The client provided all of the test
samples for testing by UL. UL did not sclect the samples or determine whether the samples provided were representative of other

manufactured products. UL has not established Follow-Up Service or other surveillance of the product. The client andggr manufacture:
are solely and fully responsible for contovmity of all products to all applicable standards, specitications or require Logo and
Marks shall nol be used in connection with the above tested product(s). Only those products bearing the UL Listi ssification

Marks should be considered as being covered by UL’s Listing, Classification and Follow-Up Service. Look fol
Classilication Mark on the product.
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